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Fig. 1. X-ray Rietveld refinement profiles collected on the NVFePF cathode at (A) charging and (B) discharging states. High-resolution TEM images recorded at (C) charging and (D) discharging states. (E) EDX mapping in TEM mode at discharging state.
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